BSS00_USACE_B33 grain size table

% finer than

Chart table

Sample
B33 J3
B33_J6
B33_J12
B33 J18

Depth (ft)
37.75
44.75
57.75
72.25

Depth (m)
#NAME?
#NAME?
#NAME?
#NAME?

%Sand
85.4
29.4
83.2
83.9

%Silt
12.8
41.8
14.2
14.0

%Clay
1.8
28.9
2.7
2.1

100

Sample I.D. Depth mdpt (. Depth mdpt ¢ 5% 10% 16%  25%  50%  75%  84%  90%  95% Mean S.D. ( %Sand  %Silt  %Cla;
B33_13 37.75 #NAME? 0.02 0.05 0.07 0.09 0.13 0.17 0.18 0.19 0.21 mm 0.1 85.4 12.8 1.8
535 4.44 3.89 3.42 2.90 2.58 2.47 2.38 2.27 phi 32 07
B33_J6 4475 #NAME? 0.00 0.00 0.00 0.00 0.01 0.09 0.14 0.16 0.19 0.1 29.4 41.8 28.9
10.33 9.71 9.03 8.28 6.12 343 2.86 2.61 2.39 59 3.1
B33_J12 57.75 #NAME? 0.01 0.03 0.06 0.09 0.13 0.17 0.19 0.20 0.22 0.1 83.2 14.2 2.7
6.70 4.90 4.09 3.44 291 2.57 243 231 2.19 33 08
B33_J18 72.25 #NAME? 0.01 0.04 0.06 0.09 0.12 0.16 0.17 0.18 0.19 0.1 83.9 14.0 2.1
6.08 4.68 4.01 3.54 3.03 2.68 2.57 2.49 2.40 33 07
BSS00_USACE_B33 depth vs. % sand BSS00_USACE_B33 depth vs. % sand
sand(%) sand(%)
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